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DRYWALL AG~:·::. ~CRY 

PRODUCTS 

APFP.OVA.LS: 

K-St'RAY 
CEILING TEXTURE 

KSS 

PRODUCIKG PLANT 

SEATTLE 

BULLETIN DESCRIPTION 

Talc Westa1 202 · 

T<ilc H-C 

220 Limestone -

446 Titanox RCHTX 

040 Asbestos 7D04 

079 Ce11osize.TJC 

084 Casein 

025 

2. Dry blend for a minimum cor 12 minutes. 

3. Package 32 1bs. minimum per bag. 

QUALITY OCNTROL: 

TM-lB :Viscosity, cc per 100 gm to give 
. 6" diameter J:El. tty . 

TM-JA Bond 
'\· 

BULLETIN NO: 
DATE: 
PAGE: 

CANCELS: 
DATE: 

J 5503 
(10/16/69) 
1 of 2 

% POUNDS 

02 700 

10.5S 200 

)1. 73 . 600 

7.93 150 

5.29 100 

• 53 10 

2.64 50 

• 53 10 

-
.69 !· . 13 

f 
··3 

185 to 210cc 

Equal to Standard 

KG2000951 
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PRODUCT BUL ~..ETIN 
DRW/fl~LL ACCESSORY 
PRODUCTS 

APPROVALS: 

PRODUCT SPECIFICATIONS: 

~~SFRAY 

CEILING TEXTURE 
KSS 

SEATTLE 

Test Proc·edures aE specified in Bulletin T-7. 

Test Methoj 

TM-lB 

Thr1-2 

TM-3 

TM-13 

TM-20 

. 'i, -__ , 

Viscosity (Slwnp test.: patty 
diameter of 6") 

pH (meter) 

Bona· 

Reflectance (%) 

. :Cracking ;·,_ -'. ·i -. 

·,__,: ~ • ' -o,;- ; 
-:·· . _, . 

BUllETIN NO: 
DATE: 
PAGE: 

J5)0J 
(10/16/69) 

2 of 2 

CANCElS: NEW 
DATE: 

185 to 210 cc 

8.5 to 10.0 

*Equal to Standard 

83. O% minimwn 

No crackS .or heavy checking 

-'250 to 350 cc 
100 to 200 cc 

KG2000952 


